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HTW Cutting,  

Preparing Spiral Ring,  

PVC Pipe Cutting,  

Preparing Earthing, 

 Rod Cutting,  

Preparing Caging Ring 

Preparing Head & Insert Rod on Top & Bottom,  

Preparing Caging, Establishing Spindale,  

Establishing Earthing, Establishing PVC Pipe 

Processing Stone Sand Cement  

& Water on Bucket,  

Processing Mixing at BM Plant,  

Transfer Concrete to Feeding Trolley 

Concrete Feeding 

Fixing the mould by nut & Pre-stressing 

Spinning 

Open the spindale 

Steam curing 

Take out Mould from steam Curing Chamber 

Opening of Nuts from Mould 

Dissmoulding 

Mould Mould Cleaning & Lubricating 
Delivery of 

Pole 

Transfer pole to 

stacking area  

for further 

natural curing 

Pole 


